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INTRODUCTION

The word “anechoic” has Greek
origins and roughly translates to
mean “without echo.” The use of
anechoic chambers in both mili-
tary and commercial testing for
the control of electromagnetic
energy reflection is a relatively
recent development. Early appli-
cations of absorber material be-
gan in the 1960s. Originally pio-
neered by B. F. Goodrich, with
their use of convoluted polysty-
rene foam sprayed with carbon,
other companies improved on the
technology with the use of rub-
berized horse hair impregnated
with carbon and shaped toform a
highly profiled surface. During
the past few decades the pre-
dominant product to evolve for all
broadband absorber applications
was the carbon-loaded urethane
cone. These products are avail-
able from a number of manufac-
turers and come in a variety of
configurations.

With the introduction of more
stringent testing requirements
and particularly with the greater
emphasis on the spectrum be-
low 1 GHz, ferrite products have
now evolved into the “state-of-
the-art” in absorber technology.
The use of ferrites in anechoic
chambers is now well-proven
and widespread, with the latest
offering coming in the form of
wideband ferrite grid products.
The following discussion will
provide an overview of currently
-available absorber products,
and their relative advantages in
providing solutions for cham-
ber design to meet the new test
standards.
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THE EVOLVING
STANDARDS ARENA

Any comprehensive discussion of
the myriad standards for the test-
ing of RF emissions and suscep-

 tibility is well beyond the scope of

this article. Clearly, however, the
bulk of the new chamber con-
struction and retrofit activity in
the marketplace isfocused around
areas concerned with three speci-
fications: ANSI C63.4 (CISPR A),
IEC801-3 and the new issues of
MIL-STD-461D and 462D. Com-
mon to all of the specifications are
requirements on the testing envi-
ronment within a chamber. The
chamber design, type and size
will be determined by the charac-
teristics of the absorberused. The

‘available absorber products pro-

vide both technical and commer-
cialtradeoffs that must be consid-

ered in building any new facility.

ABSORBER PRODUCTS FOR
EMC TESTING

Pyramidal urethane is the tradi—
tional product, a polyurethane
foam product impregnated by a
carbon-carrying latex. Typically
cut into 2-foot by 2-foot panels,

the cone heights range from a few
inches to 10 feet. Performance.
varies according to the degree of
carbon loading and the shape
and size of the cones. The longer
cones are used for the low fre-
quency (30 MHz) EMC test cham-
bers. The advantages of pyrami-
dal urethane are that it iseffective

* over a broad frequency range and

is available at a relatively low
cost. Flammability, space ineffi-
ciency and performance degrada-
tion over time are among its dis-
advantages.

Ferrite tile is typically flat tile 4
inches square by about 1/4 inch

thick. Thickness affects perfor-

mance, as does composition of
the ferrite material. Bandwidth
performance is about 400 MHz
and materials are generally fabri-
cated to provide 16 to 20 dB at-
tenuation at 30 MHz. Tiles are
low profile — less than one inch
thick.— with a durable surface,
and performance does not de-

- grade with time. They are non-

flammable. Currently available
tiles are moderately expensive and
limited in bandwidth,

Ferrite grids are 4-inch square

by one-inch thick grids, which
provide effective attenuation for
emissions and susceptibility test-
ing from 30 to 1000 MHz. Grid or
lattice structure provides power
handling characteristics and sim-
plifies the installation problems
of plain tile. They are low profile,
have durable surfaces and good
performance life. They are non-
flammable, feature wideband per-
formance, high power capabili-
ties, and ease of installation. They
are moderately expensive,
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FIGURE 1. Grid Absorber vs. Pyramidal.
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FIGURE 2. Grid Absorber vs. Ferrite Tile.

Urethane/Ferrite hybrid prod-

ucts use either the ferrite tile or
grid absorbers, mounted on pan-
els and then overlaid with a low

122

carbon-loaded urethane or sty-
rene cone absorber. The ure-
thane and ferrite are carefully
matched to extend the upper fre-

quency performance of the fer-
rite. Tile products require 18
inches to 4 feet of urethane and
the grid typically requires 5 to 18
inches. The hybrid composition
extends the effective range of fer-
rite absorbers.

Figures 1 through 3 show typical
performance of themany absorber
products available on the market
today. The characteristics of all
products can be varied by their
manufacturerstomeet individual
applications. Reflectivity data
should be requested from each
supplier when considering any
‘new application. Performance
data on existing installations
should be requested by purchas-
ersfortheir specific chamber type.
Complete details of the chamber
size, absorber location and test
methods should be provided. All
data should be swept over the
frequency range and should not
be limited to a few discrete points.

Figure 1 shows a comparison of
urethane cones versus ferrite.
Figure 2 compares ferrite tile to
grid. Because of itsbroader band-
width, the grid is able to meet the
requirements of ANSI C63.4 and
[EC801-3 compliant chambers.
Figure 3 shows a ferrite tile and
pyramidal cone hybrid product
and how the upper end of the tile
is extended.

ABSORBER PERFORMANCE
BY APPLICATION

All of the absorbers discussed
above can be used to fabricate

- anechoic chambers to meet the

latest military and commercial
testing requirements. Because of
their divergent physical and per-
formance characteristics, careful
considerationmust begiven when
selecting materials for new con-

struction. '

COMMERCIAL TESTING
Testingrequirementsforcommer-
clal products are governed by a

ITEM 1993




'IFERRITEMAi‘ERIALSANDj‘HEmUSEWANECHOICCHABQBERS...ConWWed

REFLECTIVITY (dB)
0 T T 1T T T 1711 T T 1T T 1 11
GRD TILE + 30" CONE
e TILE + 40" CONE —— TILE + 60" CONE
-10
-20
\/7(;,/
-40 '
10 100 1000
FREQUENCY (MHz)

FIGURE 3. Grid Absorber vs. Ferrite H| ybrla.

| 2D

ANTENNA
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number of standards groups and
regulatory organizations (FCC,
USA; VCCI, Japan; CISPR, Eu-
rope). In recent years there has
been dramatic movement to stan-
dardize testing imits and proce-
dures, and to include require-
ments for anechoic chambers.
ANSI C63.4 1991 (CISPR A Sec
109) and IEC801-3 are the main
documents which set forth these
test conditions.
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When emissions testing is con-
ducted in an anechoic chamber,
itis normally done in either a 3- or
10-meter chamber. Figure 4
showsthe space requirements for
the floor area of a 3-meter cham-
ber which is based on the old
version of FCC OET-55, These
emission chambers are semi-ane-
choic and utilize a reflective
ground plane with absorbers on
walls and ceiling. In order tomeet

the site attenuation requirements
of ANSI C63.4, urethane prod-
ucts of up to 8 feet in thickness
are required for these chambers.
Ferrite tiles, as they have limited
bandwidth performance, require
a urethane or styrene hybrid
which will vary from 18 inches to
4 feet depending on the supplier.
These ferrite-hybrids provide sig-
nificant advantages over ure-
thane-only chambers as they
lessen size and cost. However,
they still contain flammable ma-
terials, are easily damaged, and
the hybrid materials deteriorate
over time.

The ferrite grid absorber now pro-

vides the best solution for this

type of construction. As no cone
or wedge products are required,
the total absorber thickness is
less than one inch, allowing the
final chamber to be significantly
smaller than competitive offer-
ings. The grid surface is very
durable and nonflammable. The
grid will also not exhibit any per-
formance change over time, and
since it screw-mounts to the RF
shield room walls, refurbishment
of the chamber can easily be ac-
complished.

Susceptibility testing per the re-
quirements of IEC801-3 can be
performed in either 3- or 10-
meter chambers as described
above with the use of an ane-
choic floor panel. The hybrid
products and the ferrite grid are
best suited for this use. So that
the chamber operators need mini-
mum changeover time to convert
the room from emissions to sus-
ceptibility testing, the absorbers
are arranged on panelswhichcan
be easily moved. As the grid is
thin and durable, it provides the
most practical solution, A floor
panel of 10 feet by 11 feet placed
betweenthe transmit antenna and
the equipment under test (EUT)
in any properly constructed 3- or
10-meter chamber generally will

Continued on page 174
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